
 

 

 
PROPERTY UNIT TEST METHOD SPECIFICATION RANGE 

MELT FLOW INDEX 
(2.16KG) g/10min ASTM D-1238 2.7-3.3 

DENSITY gr/cm3 ASTM D-1505 0.929-0.933 

CONTAMINATION NO. BP137 
≤5 DEFECTS IN ** 

200GR OF  
PELLETS 

*FOR MORE INFORMATION, PLEASE CALL QUALITY ASSURANCE DEPARTMENT AT ABOVE ADDRESS 

**DEFECTS REFERS TO NUMBER OF BLACK AND YELLOW PARTICLES AND THERE IS NO CHEMICAL CONTAMINATION IN 
THE PRODUCT  
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